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RTRRE LA P marRat 2@ (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :

i H B # (Sample Submitted By) D AL FEREMMGE RS 53 (PPG) (PPG INDUSTRIES INTERNATIONAL
INC. TAIWAN BRANCH)

1% % % 45 (Sample Description) o

4 0L 25 (Style/ [ tem No. ) : CR691B/CP563

Y+ 8 47 (Sample Receiving Date) : 2016/01/13

AR A0 4 (Testing Period) : 2016/01/13 TO 2016/01/20

F3 % K (Test Requested)
168383 a Y i, ST EFE ARG LA Z (ECHO# 20155124178 » 3£ MAREACH=Regulation (EC) No
1907/2006&9 > % - / 168 Substances of Very ngh Concern (SVHC) screening. SVHC candidate list based on the publication
by European Chemicals Agency (ECHA) on 2015 December 17, regarding Regulation (EC) No 1907/2006 concerning the REACH.

RIHHE £ (Test Results) : ¥ B TF—3& (Please refer to next pages).
4 # (Summary) O MREEGMERHMREACHA R TR AT ROEAMAB T Bl EARER PAEEN TN

i oL & & W g (SVHC) Bl3tes 328 4 10000, 1%(w/w) / According to the ruling of the
Court of Justice of the European Unicon on the definition of an article under REACH, and
the specified scope as well as analytical technique, the test results of the selected
component article are < 0.1% (w/w) in the submitted sample,
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HETAEERFEE R0
£0, FU-RONG ST., PA-THE DIST., 334, TAOYUAN CITY, TAIWAN R. 0. C

Al

% {Test Sample): E & %4 (BLACK PAINT)

B3 F ik (Test Method):

3 BSCSA I FERSIS-EE-SVHC-007. &R ABRESTRA FHAALERE - RALTRALER Rl / T#HE  Hakinyd
ik RMEWR/IAAEMRE - RABW/ B HE/ —EET AR B E 5 0 (865 In-House method-RSTS-EE-SVHC-

007. Anaivzed by [CP-AES, UBV-VIS, GCAMS, LC/NS, GC/FPD, LC/MS/DAD. )

B R (Test Results)

AN BT s B B 2

No, WH LK RL ¥ 4
(Substance Name) (%) (Conce'zfé;a“o“)
L4 - —Z R 595 /4,4 - Diamincdiphenylmethane (MDA) (CAS No.: 101-77-9) 0. 05 n, d,
2|=FAEEF / S-tert-butyi-2, 4, b-trinitro- m-xyiene (Musk Xylene) (CAS No.: 81- 0. 05 n. d.
15-2)
3. s i fend / Alkanes, C10-13, chioro (Short Chain Chlorinated Paraffins) (CAS 0.05 n, d.
No. : 85535-84-8)
4, | / Anthracene (CAS No.: 120-12-7) 0. 05 n. d.
BB RA WA TEPEs / BBP (Butyl Benzyl phthalate) (CAS No.: 85-88-7) 0. 05 n.d
8. |f e =T A4 / Bis(tributyltin)oxide (TBTO)®eX (CAS No.: 56-35-9) - n, d,
T |2 A 4e=% / Diarsenic pentaoxide*¥¥ (CAS No.: 1303-28-2) - n. d.
B AL =& / Diarsenic trioxide¥*¥ (CAS ¥o.: 1327-53-3) - n. d.
O |# R~ FegE—Ta / DBP (Dibutyl phthalate) (CAS No.: 84-74-2) 0. 05 n.
10, |52+ B mA £ 23 B e Bikdh / Hexabromocyclododecane (HBCDD) and all 0.05 n, d.
major diastereoisomers identified ( «- HBCDD, A- HBCDD, - HBCDD) (CAS No. :
25637-99-4 and 3194-55-6 (134237-51-7, 134237-50-6, 134237-52-8)>
11, 159 5% 5,44 / Lead hydrogen arsenate®®x (CAS No.: 7784-40-9) (1) - n. d,
12. | F 84 / Sodium dichromate¥®¥ (CAS No, . 7788-12-0; 10588-01-9(%)) - n. d.
.=z hmegas / Triethyl arsenated®k (CAS No.: 15606-95-8) - n. d.
M 8T~ (-2 £)8 / DEHP (Bis (2-ethylChexyl) phthalate}) (CAS No. : 0. 05 n.d.
117-81-7)
15, (2, 4-— @ K F X / 2, 4-Dinitrotoluene (CAS No,: 121-14-2) 0,05 n. d.
16. | &4 / Anthracene oil (CAS No.: 80640-80-5) (¥%) .05 n. d,
17. 144, ¥#3 / Anthracene cil, anthracene paste (CAS No.: 90640-81-6) (¥%) 0. 405 n. d,
18. |84, d#1, #HE4 / Anthracene oil, anthracene paste, anthracene fraction (CAS 0, 05 n. d.

No.: 91995-15-2) {Xx)

This decument is issued by the Company subject to its Geraral Canditions of Service printed overleal, availzb!a on request or accessible at Mip Jawaw 305 comfenfTamms-ard-Caonditons a5
and, for electronic format documents, subject to Terms ard Corditions for Electronic Documents at htip iy 3gs.comfer/Tarms-ard-Ceroitor s/ Tarmsa-Ucoument 3eox. Allention s
drawn to the limitation of liab:lity, irdempification and jurisdicticn issues defined therain, Any Folder of this dacument s advised that informa aired herecn reflects the Company's
findings at (ke time of i1s ntgrventian only ard wittin the smits of ¢lient’s instruction, it ary. The Company’s sola responsibility is to its Cler? and this document dees not excenerats parties
to a transaction from exercising al thei rights ang cbligations under the ransaction documents. This document cannot be repreduced, excep! in full, watkeut prior written appraval of the
Company. Any unauthorized atteration, forgery or falsification of the content ar appeararca of this decument is urlavdu! and offerders may te prosecuted 1o the fulest extent of the law,
Unless othervnse stated tra resuits shown -n this tast report refer ¢nly to tha samplals) tested

. ‘o omks . o |35 Wa Chyuzn 7h Boao, Naw Taest frdustmal Prrk, W (u Disiict, New Taei Cry, Taman U RE L FobS SR A rfIs
SGS Taiwan Ltd. &8 #0000 F M2 3 | Lees 02122993998 14886 10212260 3237 weaw.sas.tw '

Member of the SGS Greup



~ ‘l' N

R4

Test Report

AW LR EABRGHRLI &S 508 (PPO)

PPG INDUSTRIES INTERNATIONAL INC. TAIWAN BRANCH

HETAZRERELTHEI0R
10, FU-RONG ST., PA-THE DIST., 334, TAOYUAN CITY, TAIWAN R. 0. C.

®EHNo, ) CC/2016/10163B A #i(Date): 2016/01/20

B3 (Page): 3 of 15

IR GE A R IR ET A

No. HhE LR RL RE
{Substance Name) ) (COHCEI(I:;I)'ainH)
19. |E:4, 34, #i4 / Anthracene oil, anthracene paste, distin. Lights (CAS ¥o. : 0,05 1. d.
91995-17-4) (%%)
20| %, 448 / Anthracene oil, anthraceme-low (CAS No. : 90640-82-7) (%) 0,05 n. d.
QL |4 E Pt~ R T8s / DIBP (Di-isobutyl phthalate) (CAS No.: 84-69-5) 0,05 n d.
22, |45 8548 / Lead chromate®®* (CAS No.: 7798-97-8) (3%3) - n, d,
23. |4a&kdn e kY BAlicl04 / Lead chromate molybdate sulphate redisx (C, L - n. d.
Pigment Red 104) (CAS No.: 12656-85-8) (3%5)
24, P& a4 AR BHE34 / Lead sulfochromate yellowk¥® (C.I. Pigment Yellow - n.d.
34) (CAS No.: 1344-37-2) (%5)
25, 1@ E, &H&E / Pitch, coal tar, high-temp. (CAS No. : §5896-93-2) (#%) (.05 n. 4.
26, leak = (2-R 2. 4)8E / Tris(2-chlorcethyl) phosphate (TCEPY (CAS No.: }15-96-8) 0. 05 n. d.
27, |mMmEEs / Acrylamide (CAS No. @ 79-06-1) 0.05 n. d.
28, 1 F a4 / Ammoniun dichromate®%% (CAS No.: 7789-08-3) - . d.
28. |#2% / Boric acid¥%% (CAS No.: 10043-35-3; :i113-30-1) - . d.
30, i@k mmEg — 4 / Disodium tetraborate, aphydrousk®k (CAS No. : 1303-96-4, 1330- - nd.
43-4, 12179-04-3)
31, 454847 / Potassium chromate®¥% (CAS No.: 7780-00-6) - nd.
32, | &3k sy / Potassium dichromate*®% (CAS No, : 7778-50-9) - n. d.
33. 1458888 / Sodium chromate®¥% (CAS No. : T775-11-3) - n. d.
34, PR4-#gk sy / Tetraboron discdium heptacxide, hydrate (CAS No.: 12287-73-13 (% 2) - n d.
=804 / Trichlorcethylene (CAS No.: 79-01-6) 0.05 n d.
36. |2 —&iz.& / 2-Ethoxvethano!l (CAS No.: 110-80-5) 0.05 n.d.
37. |2 & ¥&x / 2-Methoxyethanol (CAS No.: 109-86-4) 0,05 n. d.
B - abE TR RS s S 8588 / Acids generated from chromium trioxide - n. d.
and their oligomers: Chromic acid¥¥% (CAS No.: 7738-94-3)
HEZACBARCRERE M EEH: F48 / Acids generated {rom chromium - nd.
tricxide and their oligomers: Dichromic acid®®* (CAS No.: 13530-63-2)
WEZRAMAATERBE S ABIR, SMAFRBANE RS / \cids generated from -~ nd.
chromium trioxide and their oligomers: Oligomers of chromic acid and dichromic
acid (*1)
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No. hE LB RL ¥ 4
(Substance Name) (%) (COHCEI(ISE’U?OH)
39 = fdbd% / Chromium trioxide ¥¥((CAS No.: 1333-82-0) - 1. d.
40, |= 3 #5( =18 / Cobalt(lI) carbonate¥®® (CAS No.: 313-79-1) - n, d.
41, |8%8845( —18) / Cobalt{lI) diacetate®¥* (CAS No.: T1-48-T7) - n.d.
42, |#iEE 46 ( —18) / Cobalt(I1) dinitrate®¥ (CAS No.: 10141-05-6) - n.d.
43, |3 sk g5 (= 48) / Cobalt(lI) sulphatex*t (CAS No.: 10124-43-3) - n. d.
44, 11,2, 3-Z 4&% 7 1,2, 3-trichloropropane {CAS No.: 96-18-4) 0.05 n.d.
43, | R P — (C6-Sh st fss) i Aas» §C7 / I, 2-Benzenedicarboxylic acid, di- 0. 05 . d.
C6-8-branched alkyl esters, CT-rich (DIHP) (CAS No.: 71888-85-6)
46, [ A _FE— ((T-11ZsmEs)kdas / 1, 2-Benzenedicarboxylic acid, di-C7-11- 0. 05 . d,
branched and linear alkyl esters (DHNUP) (CAS No.: 68515-42-4) ’
47, |N-9 Fakog 58 / 1-methyl-2-pyrrolidone (CAS No.: 872-50-4) 0. 05 md.
8.1 ~Bi LBk 855 / 2-ethoxyethyl acetate (CAS No.: 111-15-9) (.05 n. d.
49, (3 & / Hydrazine (CAS No.: 7803-57-8; 302-01-2) 0.05 n. d.
50, |45 838 / Strontium chromate*¥* {CAS No.: 778%-06-2) - nd.
5i. )= fit# /7 Cobalt dichloride (CAS No.,: 7646-79-9) 0. 005 n. d,
92,11, 2-=R 2% / 1, 2-Dichiocroethane (CAS No.: 107-06-2) 0.05 n.d.
S 4, 4 -2 Fa (2-RRE) / 2,2 ~dichloro- 4, 4 -rethylenedianiline (MOCA) (CAS 0. 05 n.d.
No.: 101-14-4)
54, 1850 F A AR / 2-Methoxyaniline; o-Anisidine (CAS No.: 90-04-0) 0. 05 nd,
5o, [HH4s A RE / FHE / 4-(1, 1,3, 3-tetramethylbutyl) phenol, (d-tert- 0. 85 n.d.
Octylphenol) (CAS No.: 140-66-8) A
56, |wragse At K EMSS (T ERBERTEHEBAR) / Aluninosilicate, Refractory 0, 05 . d.
Ceramic Fibres [oxides of aluminium and silicon are the main components present
(in the fibres) within variable concentration ranges)
57.|®ak / Arsenic acid¥* (CAS No.: T778-39-4) - a.d.
58, |m(2-F A A K8t / Bis(2-nethoxyethy!) ether (CAS No.: 111-96-6) 0.05 a.d.
50. | T FaA e / Bis(2-methoxyethyl) phthalate (CAS No.: 117-82-8) 0.05 n.d.
60. #5645 / Calcium arsenate®x® (£AS No.: 7778-44-1) - . d.
61, 458548 / Dichromium tris (chromate)®k¥ (CAS No.: 24613-89-6) - a.d.
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B IR R R R 3

No. HBEEH RL A
{Substance Name) (%) (Concer(xj;gation)
82, |PaAa R RN / Formaldehyde, oligomeric reaction products with aniline 0. 05 n. d.
(technical MDA) (CAS No,: 25214-70-4)
§3. | & A4L4 / Lead diazide, Lead azide¥¥* (CAS No.: 13424-46-9) - n.d.
64, |Fekg8s / Lead dipicrate®** (CAS No.: 6477-684-1) - n. d.
85, | ¥ M dr Faraksy / Lead styphnate®k* (CAS No. : 15245-44-0) - n. d.
66. N, N-— P E 72488 / N, N-dimethylacetamide (DMAC) (CAS No, : 127-19-3) 0.05 n.d.
67 |NRAALAn LB / Pentazine chromate octahydroxide®¥x (CAS No. : 49663-84-5) - md.
68. |&rEL / Phenolphthalein (€AS No.: 77-09-8) 0. 05 n.d.
69,1 R A L5 B sr4y / Potassiun hydroxyoctaoxodizincatedi~ chromate®®¥ (CAS No. : - n. d.
11103-86-9)
70, {=hag 4y / Trilead diarsenate®®t (CAS No.: 3687-31-8) (1) -~ n.d.
T Vshupifide » AT KM EEH (XX FTRAERTEHEEMN) / Zirconia Aluminosilicate, 0. 05 n. d.
Refractory Ceramic Fibres [oxides of aluminium, silicon and zirconium are the
main components present (in the fibres) within variable concentration ranges)
T2 |dte 8t 26 [A4> 0.1% e R KSR Kak] / [4-{[4-anilino-1-naphthyl] [4- 0.05 n.d.
(dimethylamino) phenyl] methylene] cyclohexa-2, 5-dien-1-yiidene)
dimethylammonium chloride (C.I. Basic Blue 26} (CAS No.: 2580-56-5) [with >
0. 1% of Michler’'s ketcne or Michler' s hase]
T3 ldadEE 3 [R4> 01% sk KEma sk lsk] / [4-(4, 4 -bis(dimethylamine) 0. 05 n.d.
benzhydrylidene] cyclehexa~2, 5-dien-1-ylidene] dimethylammonium chloride (C. 1.
Basic Violet 3) (CAS No.: 548-62-9) [with = 0.1% of Michler's ketone or
Michler's base]
Td 1 ZH8EFa: / 1, 2-bis (Z-methoxyethoxy) ethane (TEGDME; triglyme) (CAS No.: 0,05 n. d,
112-49~2)
Dl 85 Fai / 1, 2-dimethoxyethane; ethylene glycol dimethyl ether (EGDME) (CAS 0,05 . d.
No, : 110-7T1-4)
6, | R fARE —moRkdhes / TGIC (1, 3, 5-tris(oxiranylmethyl)- 1,3, 5-triazine-2, 4,6 0,05 . d.
(iH, 34, 5H)-trione) (CAS No. : 2451-62-9)
T | B f ek B-Z4EaHmes / A-TGIC (1,3, 5~tris {(2S and 2R)-2, 3-epoxypropyl ]~ 0.05 . d.
1, 3, 5~triazine-2, 4, 6~ (1H, 3, 3H)~trione) (CAS No.: 59633-74-6) (3%3)

This document is issued by the Company subject to its Gareral Conditions of Service printed averleaf, avallable on request or accessibla at itp 4y

W 3gs.cem/er/Tarms-2nd-Conpirens aspx

and, for electronic tormat documents, subject to Terns and Corditions for Electronic Ogcuments at hito My sgs.comfer/Terms-arc-Corditinr & Tarmis s DECLIMent 3sox. Aflentbon s

drawn to tha mitation of liability, irdemnification and jurisdictien issues dafined therein. Any holder of this document Ts advised that nfammatien contaired Pereon reffects tha Campany's
findirgs at the tirne of its interventian orly ard within the ¥mits of clisnt’s instruction, if ary. Tha Company’s sole responsibility is 1o s Cliant and this document dees sot sxonerate partiss
to 2 ransacton from exaercising ail their nghts and cbligations under the transaction gdoctments. This document cannol be reproduced, except in ful, without s written agpprovat of the
Company. Any unautharized aiteration, fergery or faisificarion of the centent or appeararce of this dogument 5 Lntawtul and offenders may be prosecuted 1o the fuilest extent of the Bw,

Untess otherwise stated the resuiis shown in this test report refer anly to the samplals) tested.

25, Wi Chyuan Tth Reas, New Teice! btustral Park W £u District, New Ta'eai Csy, Tasnan 5520 AR 8ok Tia A0 ARt

SGS Tanwvan Lid. &8 AF RS T M D3 | Lies 0922993830 (+825 10212299 3237 wiww Sas.tw

Member of tha SGS Group




B =¥

Bl S

Test Report
ABLTLABRRGHFRLGSE A5 (PPO)

PPG INDUSTRIES INTERNATIONAL INC. TAIWAN BRANCH

HEAFAZEAEZETRHIR
10, FU-RONG ST., PA-THE DIST., 334, TAOVUAN CITY, TAIWAN R. 0. C.

#wa%(No. ): CC/2016/10163B B #4(Date): 2018/01/20

A3t (Page): 6 of I3

RHEing

B RER M B A

No, e L% RL p ¥ 4
{Substance Name) % (COHCBF(lgation)

Bla, a-=Z[(ZFEAEAA4-FRARTHE [A4> 01X A RBSERRE] /4.4 - 0.05 n d,
bis (dimethylamino)-4" ' -(methylamino) trityl alecchol {CAS No.: 361-41-1) [with
> 0.1% of Michler’ s ketone or Michler' s base)

T M A - (NP AR H¥8 (GRRE) / 4,4 -bis (dimethylamino) benzophencne 0,05 n.d,
{Michler's ketcne) (CAS No.: 80-94-8)

80, 1= f4 == / Diboron trioxide®*x (CAS No.: 1303-86-2) - n. d.

81 1 F&ak / Formamide (CAS No.: T5-12-T7) 0.5 nd.

821 F A wkaEss / Lead(II) bis(methanesulfonate)¥** (CAS No.: 17570-76-2) - n, d.

8. 4,4 (M FRAFEEPHE GERE) / NN,V -tetranethyi- 4, 4' - 0. 495 n. d.
methylenedianiline (Michler's base} (CAS ¥No.: 101-81-1)

84 EplE 4 (4> 0.1% sk REEHAFERKR] / a, a-Bisld-(dimethylanino) phenyl]-4 0.405 n. d.
(phenylamino) naphthalene-t-methanol (C. 1. Solvent Blue 4) (CAS No.: 678683
1) (with = 0. 1% of Michler' s ketone or Michler's hase}

85 1L, 2-Rogaips =8 =4 / [Phthalato(2-)] dicxotrilead®®% (CAS No.: 69011~ - n.d.
06-9>

86. |h v s, 2-F s — 88 / 1, 2-Benzenedicarboxylic acid, dipentylester, 0. 405 n. d.
branched and linear (CAS No,: 84777-06-0)

871 s~z / |, 2-Diethoxyethane (CAS No.: 629-14-1) .05 n.d.

88. 1 ®KR / 1-bromopropane (CAS No.: 106-94-5) 0,95 n. 4.

8. 13-2 & -2-94-2-(3-9 & T4£)-1,3-84% / J-ethyl-2-methyl-2-(3-methylbuty!)- 0.05 n.d.
1, 3-oxazolidine (CAS No.: 143860-04-2)

90. [4-(1, 1,3, 3w PR TE XS, 284 [RAAETNEEESYY LR 4R THES 0.05 n, d,
G 0 BadhdeE adh] / 4-(1, 1, 3, 3-tetramethylbutyl) phenol, ethoxylated
[covering well-defined substances and UVCB substances, polymers and homologues)

9L M 4 -~ R A3,V -—FABELTR / 4,4 -nethylenedi-o-toluidine (CAS Neo.: 838- 0.05 n, d.
88-0)

92. 4, 4" -— A A FE& / 4,4 -oxydianiline and its salts (CAS No. : 101-80-4) 0. 05 n. .

93 M- ¥ RSB A A EE / 4-Aninoazobenzene (CAS No. : 60-09-3) 0. 405 n. d.

94,12, - R A F X / d-methyl-m-phenylenediamine (2, 4-toluenediamine) (CAS No.: 95~ 0.65 n. 4.
80-7)
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No. HmELH RL ¥4
{(Substance Name) (% (Concentration)

%

W AARMAELY > OB SAIERNARGMA B LSRR RSB E S F RN NS 0. 85 n. d.

FOE sk A s2aiUVCBAR T / 4-Nonylphenol, branched and linear {substances with a
linear and/or branched alkyl chain with a carbon number of 9 covalently bound
in position 4 to phenol, covering also UVCB- and well-defined substances which
inciude any of the individual isomers or a combination thereof!

96, [3- P £-6-F A A X% / b-nethoxy-m-toluidine (p-cresidine) (CAS No.: 120-71-8) 0.05 n d.
97, |3 X BB AE4S / Acetic acid, lead salt, basic¥*% (CAS No, : 51404-69-4) - n.d.
98, [4-m A& 3 % / Biphenyl-d-vlamine {CAS No.: 92-67-1) 0. 65 nd.
99, |- ia X &k / Bis(pentabromophenyl) ether (PecaBDE) (CAS No.: 1163-19-5) 0. 85 n.d.
160, |~ & R — F8&aF / Cyclohexane-1, 2-dicarboxylic anhydride (HHPA), cis- 0. 05 n. d.

cyclohexane~-l, 2- dicarboxylic anhydride, trans-cvclohexane-1, 2- dicarboxylic
anhydride (Hexahydrophthalic anhydride - HHPA) (CAS No.: 85-42-7, 13148-00-3,

14166-21-3)
101, [BA [ =] ¥ / Dlazene-1, 2-dicarboxamide (C,C -azodi(formamide}) (CAS No. : 0. 05 n.d.

123-77-3) ‘
102, | =, =T 4% / Dibutyltin dichloride (DBTCY*¥x (CAS No.: 683-18-1) - n. d.
103, |wisk — 7. & / Diethyl sulphate (CAS No.: B4-67-5) 6.05 n. d.
104 |88 % —Fak —E A8 / Diisopentyiphthalate {CAS No.: 805-60-5) 0.05 n d.
105, (%8 — 945 / Dimethyl suiphate (CAS No.: 77-78-1) 8,05 1. d.
106. [2-(1-F & H & )-4, 8- s A 28 / Dinoseb (CAS No, : 88-85-7) 0.05 n.d.
0T, | (+ A8 ) — R 8 =4 / Dioxobis(stearato) trilead®** (CAS No.: [2578-12-0) - n.d.
108, 1C16-18-A5an 8k 448 / Fatty acids, C16-18, lead salts¥¥* (CAS No.: 91031-62-8) - n. d.
109, j*£=% / Furan (CAS No.: 116-00-9) 0. 85 . d.
110, |28+ —% / Henicosafluoroundecanoic acid (CAS No, : 2058-94-8) 0. 05 n. d.
111 1& & +wék / Heptacosafluorotetradecanoic acid (CAS No.: 376-66-7) 0. 05 n.d.
112, 17 &5 8280 / Hexahydromethylphathaiic anhydride (CAS No.: 25550-51-0) 0. 05 n.d

4-F & X 8 X8 / Hexahydro-4-nethylphathalic anhydride (CAS No. : 19438-60-93)
1-F &~ & 88 / Hexahydro-T-methylphathalic anhydride (CAS No.: 48122-14-1)
3-F A& H K& / Hexahydro-3-methylphathalic anhydride (CAS No.: 57110-29-9)

113, |m @ a4 (11) / Lead bis(tetrafluorchorate)®*x (CAS No,: 13814-96-3) - n.d.

114 | RARSEE / Lead cyanamidate®®* (CAS No.: 20837-86-9) - n. d.
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R IG BN R HER b

No. BELH RL BE
(Substance Name) (%) (Conce?gation)
115, (#2648 / Lead dinitrate®®k (CAS No.: [0099-74-8) - n. d.
116, R4 / Lead oxide (lead monoxide)®¥%% (CAS No. : 1317-36-8) - n. d.
THT. [ A g2 / Lead oxide sulfate®®® (CAS No. : 12036-76-9) - . d.
[18. 14k8848 / Lead titanium trioxide*®* (CAS No.: 12060-00-3) - n.d.
[19, [skdg 4542 / Lead Titanium Zirconium Oxidet®k (CAS No. . 12626-81-2) - n. d.
120, | ¥ &4 28 / Methoxy acetic acid (CAS No.: 623-45-6) 0.05 n.d.
121 BERA A / Propylene oxide; 1, 2-epoxypropane; methyloxirane (CAS No. : 73-26-9) 0. 05 n, d.
122, N, N-— 9 £ P 283 / N, N-dimethylformamide; dimethyl formamide (CAS Yo.: 68-12-2) 0. 05 1. d.
123, (N-F R 2 8% / N-methylacetamide (CAS No.: 79-16-1) 0. 05 n.d.
124, | E—Fag F R E A28 / Y-pentyl-isopentylphtalate (CAS No.: 776297-69-9) 0.05 nd.
125, [ 84847 X / o-aninoazotoluene (CAS No.: 97-36-3) 0.05 n.d.
126, [m A 4b4s / Lead tetroxide (orange lead)y®% (CAS No.: 1314-41-8) - n. d.
127 1% 9 28 / o-Toluidine; 2-Aminotoluene (CAS No.: 85-53-4) g, 05 1. d.
128. [+ A+ =% / Pentacosafluorotridecanoic acid (CAS No.: 72629-94-8) 0.05 n.d.
129, [ A (b4 s s B 4154538 44 / Pentalead tetraocxide sulphate®®k (CAS No.: 12065-90-6) - n. d,
130 |C. 1. ga# 441 / Pyrachlore, antimony lead ye!low®kX (CAS No.: 8012-00-8) - 1. d.
131, |54 4y5848 / Silicic acid, barium salt, lead-doped (3%4) (CAS Yo.: 68784-75-8) g. 05 n. d.
132, jav ¥4 / Silicic acid, ltead salt¥%¥ (CAS No.: 11120-22-2) - n. d.
133, | aEg () / Sulfurous acid, lead salt, dibasic¥¥% (CAS No.: 62220-08-7) - n. d.
134, jm 7. &4 / Tetraethyllead®¥% (CAS No.: 78-00-2} - 1, d.
135, |=shAansgss/ C 1. B#da / Tetralead trioxide sulphatex®* (CAS No.: 12202-17-4) - nd.
136. |&# 8+ =8 / Tricosafluorododecanoic acid {CAS No.: 307-55-1) 0. 05 n. d.
137, | %882 / Trilead bis(carbonate) dihydroxide {basic lead carbonate)¥¥% (CAS - n.d.
No.: 1319-46-6)
138, &8s 7448 / Trilead dioxide phosphonate®¥% (CAS No.: 12141-20-7) - n d.
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HREN AR N R 3 0

No. hE L RL RE
(Substance Name) (%) (Cﬂﬂce?égatim)
30 7 A AN ZARTESR AESH IR AN ABLGF S B8 E4ER .05 n.d.
R s LB A UViBir Y / 4-Nonylphenol, branched and linear, ethoxylated
[substances with a linear and/or branched alkyl chain with a carbon number of 9
covalently bound in position 4 to phenol, ethoxylated covering UVCB- and well-
defined substances, polymers and homologues, which include any of the
individual isomers and/or combinations thereof]
140, |2 #8487/ Ammoniumpentadecaf luorococtanoate (APFOX® %% (CAS No.: 3825-28-1) - nd.
141,145 / Cadmium (Cd) (CAS No.: 7440-43-9) 0. 005 nd.
142 18,4645 / Cadmium oxide¥¥* (CAS No.: 1306-19-0) - n. d.
143, |# X~ Feg = A8 / Dipentyl phthalate (CAS No.: 131-18-0) 8.05 n. d.
144, 18- & % 88 / Pentadecafluorcoctanoic acid {PFOA) (CAS No.: 335-67-1) 8.05 . d.
145, |55 4b4% / Cadmium sulphides¥x (CAS No.: 1306-23-6) - 1. d.
146, {# £ =P8~ 7.& / Bihexyl phthalate (CAS No.: 84-75-3) 0. 405 a.d.
147 1E # 428 / Disodium 3, ¥ -[[1, 1" -biphenyl]-4, 4" -diylbis(azo) ]bis(4- .95 a. d.
aminonaphthalene-1-suiphonate) (C. 1. Direct Red 28) (CAS No.: 573-58-0)
148, | A4 238 / Discdium d-amino-3-[[4' -{(2, 4-diaminophenyl)azol[1, I’ ~biphenyl]-4- 0.05 n.d.
yl]aza] ~5-hydroxy-6-(phenylazo)naphthalene-2, 7-disulphonate (C. I, Direct Black
38> (CAS No.: 1937-37-T)
149. |& 2. & 3% / Inidazolidine-2-thione; 2-imidazoline-2-thiol (CAS No.: 96-45-7) 0.05 n, d,
150, {84348 / Lead diacetate)®¥% (C4S No, : 301-04-2) - n, d.
151 |sag = (=¥ &)8 / Trixylyl phosphate (CAS No.: 25155-23-1) 0.05 n. d.
152 |#px —Fat 2 ag( f4efed ) / |, 2-Benzenedicarboxylic acid, dihexyl ester, 0.05 n. d.
branched and linear (CAS No.: 68315-50-4)
153, | R4648 / Cadmium chloride®*¥ (CAS No.: 10108-64-2) - n.d.
154, |iBaMEE sy / Scdium perborate; perboric acid, sodium salp#sk - n, d.
155, |@ A &84 / Sodiun peroxcmetaboratexs¥ (LAS No. : 7632-04-4) - n. d.
156, [2-(2 -8 4-3, 5 - -3 - A X H) K =k (o E%I2I328) / 2-(2H- 0.5 n.d.
benzotriazol-2-y1)-4, 6-ditertpentylphenol (U¥-328) (CAS No.: 25973-55-1)
157 12-[2- -3, 5 -o—-f-THARA -Ri =op (F55 B4 B320) / 2-benzotriazol-2- 0. 05 n. d.

yl-4, B-di~tert-butylphenol ([V-320) (CAS No.: 3846-71-7)
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PPG INDUSTRIES E\!TER\IATIONAL INC. TAIWAN BRANCH
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18, FU-RONG ST., PA-THE DIST., 334, TAOYHAN CITY, TAIWAN R. 0. C.

No. hE BB RL A
(Substance Name) % (Conce?gation)
158 | — B FR-F(2-L R A B R L8R / 2-ethylhexyl 10-ethyl-4, 4-dioctyl-T-oxo- - n. d.
8-oxa-3, 5-dithia-4-stamnatetradecancate (DOTE)®¥k {CAS No. : 15571-58-1)
159, [ &.4u48 / Cadnium fluoride¥*x (CAS No.: 7790-79-6) - n.d.
160, [#i38 45 / Cadmium sulphate®*® (CAS No.: [0124-36—-4; 31119-53-6) - n. d.
L~ FA4&- (22 A ABALES SR FL- Q-2 A0 AR A L) SO R AR - a.d.

/ Reaction mass of 2-ethylhexy! 10-ethyl-4, 4-dioctyi-T-oxo-8-oxa-3, 5~dithia-4-
stannatetradecanoate and 2-ethylhexyl 10-ethyl-4-{[2-{(Z-ethylhexyl)oxy]-2-
oxoethyl]thiol-4~octyl-T-oxo-8-o0xa-3, 5-dithia-4-stannatetradecanocate (reaction
mass of DOTE and MOTE)##x

162.

AT (CO-10a s, FF_Fai g« o - _EABRS FE P28 0. 065 n.d.
= 0.3% / 1, 2-benzenedicarboxylic acid, di-C6~18-alkyl esters; [, 2-
benzenedicarboxylic acid, mixed decyl and hexyl and octyl diesters with = 0, 3%
of dihexy! phthalate (CAS No.: 68515-51-5; 68648-93-1)

163.

- TH-2-(2 4~ P RABEE-3-BH-1-2)--PA-|, A&l ], - T A-2- 0. 05 nd.
(4, -~ F KB -1-H-1-K)-5-FA-1, 3-— R k[2) [ (1 He(2]dfEiEEm
S EBHEE g LEmms] / d-sec-butyl-2-(2, 4-dimethyleyclohex-3-en-1-y1)-3-
methyl-1, 3-dioxane [1], 5-sec-butyl-2-(4, 8-dimethylcyclohex-3-en-1-y1)-5-
methyl-1, 3-dioxane [2] [covering any of the individual isomers of [i] and [2]
or any combination thereof]

164,11, 3-Akegmas / 1, 3-propanesul tone (CAS No. : 1120-71-4) 0.95 nd.

165,12, 4~ =~k T & -6-(5- 20~ R F Z o -2- ) R & (bR B #1327 / 2, 4-di-tert- 0.95 n.d.
butyl-6-(5-chlorobenzotriazei-2-y1)phenol (U¥-327) (CAS No.: 3864-99-1)

166, 12-(3-4-TH-S-&RTA-2-B R MR H == (Eohspds UV-350) / 2-(24- 0. 95 n.d.

benzotriazal-2-y1)-4-{tert-butyl)-6-(sec-butyl )pheno!l (UV-350) (CAS No.: 36437-
37-3 3

167. =5 & & / Nitrobenzene (CAS No.: 98-95-3) 0. 05 n d.
168, | & &, £8 / Perfluoroncnan-l-oic acid (2,2,3,3,4,4,5,5,6,6,7,7.8,8,9,9,9 0.05 n. d.

heptadecaf luoroncnanoic acid and its scdium and ammonium salts (CAS No.: 375-
95-1; 21045-39-8; 4149-60-4)
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Remark :

L.

{ARIESVHC 2B ¥ » RSB FECHAY M 2015 R1ZATaA MG MH E - BHRF a5 R H# > (The chemical
analysis of 163 SVHC is performed by means of currently available amalvtical techniques against the list published by
ECHA on 2015 Becember 17.)

http://echa. europa. en/web/guest/candidate-1ist-table

EHRegulation (EC) No 1967/2006 PETERKEIBLAT  wREHETSFHTESZBERUATRES(D&HZALE - AF
BHSTHOHAKR  EMEH2 U AR o ASGBHLEREECLDAR

(a) A vmadhdHFRialN4E-

(b) ETT T T EARBLIY -

In accordance with Regulation (EC) No 1807/2008, any producer or importer of articles shall notify ECHA, in
accordance with paragraph 2 of Article 7, if a substance meets the criteria im Articie 57 and is identified in
accordance with Article 58(1) of the Regulation,

if (a) the substance is present in those articles in quantities totaling over one tonne per producer or importer per
vear; and (b) the substance is present in those articles above a concentration of 0. 1% weight by weight (w/w).

Regulation (EC) Yo 1907/2006% ¥ 33 L& ARG MET LASMSYE RS EIT4RNBREERBENDELEL L RE AR
0. luth» BERESSHLEFFRHTRETR USRI A(Z ozt i LK) -

Articie 33 of Regulation (EC) No 1907/2006 requires supplier of an article containing a substance meeting the
criteria in Article 57 and identified in accordance with Article 39(1) in a concentration above . 1% weight by weight
{w/w) shall provide the recipient of the article with sufficient information, available to the supplier. to allow
safe use of the article including, as a minimum, the name of that substance.

MESVICHARE  STRELPHTSFUSICH TN B2 ATHER--H o ® 440 A RFSVHCa R K -
It a SVHC is found over the reporting limit, client is suggested to identify the component which contains the SVHC
and the exact concentration of the SVHC by reguesting further quantitative analysis from the laboratery.
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Camnany. Any unauthosized aiteration, forgery or fafsification of the content or appeararce of this dogumant is unlawtul and offerdars may Ge prosecuted to the fullest extent of the law.
tiniess othersase stated the results shown in this test report rafer only to the sampleis! tested
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AHLFLARBRIARLI G5 L8] (PPG) DERHTET R BHHUE L 4
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#wEWNo. ): CC/2016/101638 A #9(Date): 2016/01/20 A #(Page): 12 of 15

# i (Note) !
1. mg/kg = ppm 0. 1wt% = 1000ppm

REL = Reporting Limit / &M HE

a.d. = not detected = below Reporting Limit / i d

"-* = Not Regulated / BHRIEHE

(%y; Faim K& M(CAS No. : T1RO-12-0)4-8 = Faiime ¥ x 11374

{conc. of Socdium dichromate dihydrate = conc. of sodium dichromate x 1. 1374)

6. (%) LMASHORELEAMETHATLHNMMRERG D AR SHmE/AE R / The concentrations of above-
mentioned mixtures are evaluated per the gained composition rate between the selected marks and the mixtures.

7,000k BMTAGEFASG  SFAS ZTAS STAS  PAFHASHAT (e &8 XHER @ B 8RR
W R E R4, / The substance was calculated by the test results of MonooctylTin, Dicetyl Tin, Tributy! Tin,
Dibutyl Tin, PFOA or element (Ex. Arsenic, Lead, Cr(VI), Boronm, Cobalt, Barium, Cadmium respectively).

B384 F 4o F (The test result is given as);

O 25 PO

hRLHE RL A
(Substance Name) (%) (Concefng)'ation)

Z T 45 / Tributyl Tin (IBT) 0. 05 n. d.
5/ Arsenic (4s) (3¥2) 0. 005 . d.
& / Lead (Pb) 0. 005 n. d.
184 / Hexavalent Chromium Cr(VI) 0. 005 nd.
5 / Boron (B) (3%2) 0, 005 o, d,
45 / Cobalt (o) 8. 005 n. d.
=T 445 / Dibutyl Tin (DBT) 0. 05 n. d.
=44 / Dioctyl Tin (DOT) 0, 6230 n d,
B2 &5 / MonooctylTin (HOD) 0.9i38 n. d.

8 F £#d85 #/F Parameter Conversion Table : http://twap. sgs. con/sgsrsts/chn/download-REACH_tw. asp

4 s-#a/Classification : Please refer to http://twap. sgs. con/sgsrsis/chn/download-REACH tw. asp

10 (%1); BHBFTHEHNERE: BAL R G4 o MERANETREgAAR  HERAFEETTE AU FHEHL ST
BE AT EEAMAES -/ Oligomers of chromic acid and dichremic acid : since the oligomers are made of the unknown
amount of chromic acid or dichromic acid that results in no fixed molecular weight, therefore the moncmer of chromic
acid or dichromic acid is relevant and considered.

This decument i ssued by the Cormpany subiect to its General Conditions of Sanvice prnted avarieal, avadatio on requast ef access:bie at Pt iaeiv sgs.comien/Terms sro-Corotans 5567
and, for electronee format documents, subject 10 Terms and Corditions for Electranic Cocuments at hitto jheaww 3gs cemferiTerms-ard-Corgiars/” ermsa-Leccnmert 350y, Attenton s
diawn to the imitation of liability, indemaification and junsdicten issues defined therain. Any tolder of this documant is adwised that idommation contaired hereon reflects the Company’s
firdirgs 3t the tma of its interventian only ard within the limis of chent’s mnstructon, i any. The Company's sofe respansibiity is te s Ciant and this document does rot excnerate parliss
to a tansacnon from axercising all their rghts and obligations under the transaction documents. This document cannol te reproduced. axcept n fuil, without prior written approval of tha
Campany. Any unautherizes ateration, fergery or falsification of the content o appeararce of this document is unlawlul and oHerdsars may La prosecutsd to the fullest extent of the faw
Unlass otherwise stated the resuits shown in this test report refar anly 10 the samplels) tasted
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PPG INDUSTRIES INTERNATEIONAL INC. TAIWAN BRANCH

HEATABEREEERHEI0R

10, FU-RONG ST,, PA-THE DIST., 334, TAOYDAN CITY, TAINAN R €. C

il

13.

14,

18.

#a&(No. ) CC/2016/101638 & wi(Date): 2016/01/20 R 3(Page): 13 of 15

(x2): REFEN: RBEACPEFTAER B0 —mIEF A& (S A F 0iE %% Ref no. . INC 000000032519) /
Tetraboron disodium heptaoxide, hydrate: Only anhydrous form of disodium tetraborate is relevant and considered
according to ECHA explanation (Ref no.: INC 000000032519).

(1) ot RERARPRARE SR T haateombd  SRARMAGATE BB EZ R

{Regarding the compound containing arsenic and lead, lead and arsenic are tested and respectively used for the
calculation of the independent concentration of the compound containing arsenic and lead. The minimum value of the
two independently calculated concentraticns is used as the final concentration for the report. }

OGRZ): HERSMEHB/SZURABSTERTEMAHBEENFT 2. / The extracted soluble Boron / Arsenic are
detected by ICP-AES.

(#3): aRNTCICAR S 4% 5-T6IC » WECHA Bdrxf S-TCICH TCIC #1 % 1:10 rhisl - Bk 3-TGICH 0 1/18 WMTCICH ER 4 -
/ TGIC is a mixture and also contains Z-TGIC. According to the ECHA' s technical dossier the ratic of B-TGIC to TGIC
is around 1 to {0, Therefore 8-TGIC is issued based on the above-mentioned ratio.

(%4): AHAYHBUIHEZASHY - BUHZAEBE2 » / Only if both qualitative results of lead and silicon are
positive, the test result of the compound will be calculated based ca the concentration of barium.

(H3): ibshz RAEARNERAMSF LRI BCOMES  ERAZ M EHLZELREZHEH,

(Regarding the compound containing Cr(¥I} and lead, lead and Cr(Vl) are tested and respectively used for the

calculation of the independent concentration of the compound containing Cr(Vi) and lead. The minimum value of the twoe
independently calculated concentrations is used as the final concentration for the report. )

This document is issued by the Company subject to its Gareral Congitiens of Service printed overleal, avadable on request of accessble at R My 305 comfsnTeimis-srd-Conciors 530
ard, fer electrenic fermat documents, subject to Terms and Corditions tor Electronic Documents at hiip sy 395 SameriTarms-afB-Cordar s/ | efmea-CoeLmant 350, Artenton 1§
drawn to the fimitation of tabiity, irdemndication and junsgiction issuas detined tharain. Any helder of This document 5 advised that nformatiéa contaired hérdon Teflécts The Compary's
findirgs at the time of its intervention only and within the fimits of client’s instrectien, if ary. The Company's sola responsibiiity s 1o its Client ard this documant doas not 3xonerals fanes
1o 2 transaction from exercising a# their rights and cbligatons under the transaction documents. This documant canrot e repraduced, excapt in full, without prior written approval of the
Company, Any urauthenzed aitesation, forgery o falsification of the content of appeararcs of this document is urtawtul and afferders may ba prosecuted to the fulsst extant of the law.
Urless othenwise stated the results shown in this test report reler only to the sampleds} tested.
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Test Report

AHLBEABRRGTERNA S5 523 (PPG)
PPG INDUSTRIES INTERNATIONAL ENC. TAIWAN BRANCH

HETABERELZERHINR
10, FU-ROXG ST., PA-THE DIST., 334, TAOYUAN CITY, TAIWAN R. 0. C.

LR R T T

SVHC 4iri#H [ Analytical flow chart of SVHC

B PR AE B EF - TE [ Technician: Roy Lin, JR Wang
B g E A fRELH [ Supervisor: Troy Chang

¥k / Sampling

Y
Hhab ARG E R ERBEAE /
Sample pretreated by acid digestion, solvent exiraction

Y

B GBI TR T A RN - oM T b BB B 4T/ 3%
(o AR I TR AR R KRB AR B B A
#1588 AR B T 545 - Analyzed by ICP-AES, UV-VIS,
GC/MS, LCMMS, GC/FPD, LC/MS/DAD.

l

£04% / Data

This document is :ssued by the Company subject to its Gereral Conditions of Sarvice printed averlead, avatable on reqrest of accessible at nun K 303 comierTanmy-srdCorotors ssox
and, ter alactrenic tormat documents, subject to Terms and Corditions for Electronic Documents at htioyhweaw 395 comjar/Tamms-arG L oraiars/ | efmse-Cos LT BNt 3265 Alenton §
drawn o the imdatan of zbdity, ‘ndemnification and jurisdiction :ssues defined therein. Any holder of this document 5 advised thal infarmation contangd hereon raflects 1he Company's
findirgs at tha time of its intervention orly ard within the {imits of cliert's instruction, if any. The Company’s sole rescensibility is te is Cliant and this decument dees not aXonerate partigs

[
(o a rransaction fram exercisirg aif thair rights and obligatiens under the transaction decuments. This decument cannot be reproduced, except 'n full, witheut price wrdten approval of the
Company. Any unautherized aferation, forgery or falsificaton of the content ar appeararce of tivis document is urlawful and offerders may be prosecuted to the fuilest entent of the taw.

Unfess othenwise stated tha rasults shown in this test repct refers only 1o the samplefs) tested.
15, WM Cirpgan Tty Rogd, Mow Tapet Industral Pad, 'Wu €y District, New Te'ced Oy, Taraen AT AR Y 30T DA IS
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Test Report

AHLFEEHABRRGARLTAEH 528 (PPG)

PPG INDUSTRIES INTERNATIONAL INC. TAIWAN BRANCH
METABEAEZIEHR

10, FU-RONG ST., PA-THE DIST., 334, TAOYUAN CITY, TAIWAN R. 0. C.

i R R R R

*REFoAHEEF  MNARAT SR S/80m, *
(The tested sample / part is marked by an arrow if it's shown on the photo.)

CC/2016/10163

*% 4 R (End of Report) #%

This document i5 i55ued by the Cempany subject to its Gerarat Conditions af Senvice printed overeaf, avalabls on request or zccessitla at nitp g5 comienFarms.ard-Corditons ssox
ard, for electronic format documents, subject to Terms and Cordnicns for Electronic Documents at hitp i 3g5.COMYRr/Taims-3r0-CCramors/ | 2ImseLorLir 80t 350%. ANSnUen 18
drawn to 1ha imitation of ssbility, irdemnification and junisdicnon issues defined tharein. Any rolder of this document  advised thal Miommation contaired hereon reffects 1ha Company's
findirgs at the time af 45 intervention only ard within the fimits of cliiant’s insteuction, if any. The Company’s scle 1esponsibdity is 1o s Client and this documenrt does not sxonerata paries
¢ @ transaction from axescising att thair rghts ard coligations urder the tansaction documents. This document cannot be reproduced, except o fuil. without prior wrilten spproval of the
Company. Any unauthotized alferation, forgery of falsitication of the content of appeararca of this documant is unlawful and offerders may be prosecuted to tha fullest extent of the law
Unless othervase stated tha results shown in this 193l repert rafar aniy to the samplels! tested
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Test Report

2HLFERABMRMEGHRLIA LB 523 (PPD) SR B
PPG INDUSTRIES INTERNATIONAL INC. TAIWAN BRANCH

HETABEASEFE A0

10, FU-RONG ST., PA-THE DIST., 334, TAOYUAN CITY, TAIWAN R, 0. C

Hingd

MTRBM LA T FBEFARMLAFER (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :

H k% (Sanple Subaitted By) D AHLFERARAGFRLE 25208 (PPG) (PPG INDUSTRIES
INTERNATIONAL INC. TAIWAN BRANCID

# & % #5(Sample Description) : GEEH

#ab# R (Style/{tem No.) : CR691B/CP563

.+ A 41 (Sample Receiving Date) ¢ 2016/61/13

BHE A M (Testing Pericd) ¢ 2016/01/13 TO 2016/01/20

#E K (Test Requested) :
(1) EFEFA WL+ £24RolS 2011/65/E1 Annex [[ A H5 454 (ED) 2015/863 345 - & - & - 58~ FREERE - SRmX
&%, DBP, BBP, DEHP, BIBP. (is specified by client, with reference to RoHS 2011/656/EU Amnex I1 and amending
Directive (EU) 2015/863 to determine Cadmium, Lead, Mercury, Cr{VI), PBBs, PBDEs, DBP, BBP, DEHP, DIBP
contents in the submitted sample.)
(2) REEFPHE A LEAFH - PATFRGE - @F-£ - £ -8 - &3, (As specilied by client, to test PFO4,
PFOS, Halogen-Fluorine, Chlorine, Bromine, lcdine contents in the submitted sampie. )

B8 R (Test Results) : # R F-—3F (Please refer to next pages).
##(Conclusion) :
(1) BIEES ARBOES - 448 -8 - - 5B SEBE - FiRn s, DBP, BSP, DEHP, DIBPa)RIEZR T 4RollSHE4S B
(EWY 2015/863 = {8 & K. (Based on the performed tests on submitted sampies, the fest results of Cadmium,
Lead, Mercury, Cr(V1), PBBs, PBDEs, DBP, BBP, DEHP, DIBP comply with the limits as set by RoHS and amending
Directive (EU) 2015/863.)

ChemicalLaboratory - Taipel

This document is issued by the Company subject to its Geraral Conditions of Service printed overleaf, available on request or accessible at ~ito s 393 comen/Terms-ard-Conga ors asex
and, for electronic format decuments, subject to Terms and Corditions for £lectronic Documents at PUD fhwvvevd 295 comvar/Tarms-2rg-Lo EiTanms, ..—D.. Lreri asow, Attention 1S
drawn to the fimitation of fiabdity, indemnification and jurisdiction issues defined tharein. Any helder of this docurr'em is advised that nformatfon canlarred hereon raflects the Company’s
findirgs at the tima of ils intarvention orly ard within the fimits of client’s instruction, if any. Tre Company’s sole responsibidity s to ds Clent ard this document does rot axenerats paities
1o 3 tansacbon from exercising ad their nghts and cbligations under the transaction decuments, Tins document canaot be reproduced, sxcept n ful, witkout pror writtan approval of the
LCampany. Any unauthonzed alferation, forgery or laisidication of the content or appeararca of thus document is uelawti! and offerders may ba prosecuted to tha futlest axtent of Tha faw
Unlass otherwvise stated the results shown in this test repen refsr only 1o tha samplels) tested

TN ; P 25, Wu Civyuas Th Rosd, Naww Tage ndusiral Park, W < Dt New Ta'cei Oy, Taan @I RRAB ST R R E £ BT
SGS Tanwvan Lid. &8 BB BB F R 23 | Joss 002099 3939 1856 10202299 3237 waw,s0s 0w
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#Hg(No. )+ CE/2016/12442 8 #4(Date) : 2016/01/20

Test Report

LB RERARRGHRDIEE 5235 (PPO)
PPG INDUSTRIES INTERNATIONAL INC. TAIWAN BRANCH

HETAZEXEEEREI0HK

10, FU-RONG ST., PA-THE DIST., 334, TAOYUAN CITY, TAIWAN R. 0. C

B x4 R (Test Results)

B3R AR 4 (PART NAME)No. 1

E & g4 (BLACK PAIND

B #(Page) : 2 of 10

LS BT T el

AEA %4 B 3 PR ety | mat
{Test Items) (Unit) {(Method) QUDL) ™~ (Limit)
4% / Cadmium (Cd) ng/kg | &2 IEC 62321-5: 2013F 3k, U AES 2 nd. 160
SEERTFHAAEERR. / Vith
reference to 1EC 62321-5: 2013 and
performed by ICP-AES.
4 / Lead (Pb) ng/kg |##IEC 62321-5: 20137 %, sls @48 2 n. d. 1060
SERBTFHELABESHRT. / Vith
reference to [EC 62321-5: 2013 and
verformed by ICP-AES.
& / Mercury (Hg) mg/kg |34 1EC 62321-4: 2013F 7, A A 2 n. d. 1600
SERETH4 ASERR. / Vith
reference to 1EC 62321-4: 2013 and
performed by ICP-AES.
184 / Hexavalent Chromiuvm Cr(VE) mg/kg |2 1EC 62321: 2008F 3%, mUV-VISik 2 nd, 1000
#. / With reference to IEC 62321:
2008 and performed by UV-VIS.
# ¥ / Halogen
@+ (&) / Halogen-Fluorine (F) (CAS | mg/ke 5 n. d, -
No.: 14762-34-8)
&% (&) / Halogen-Chlorine (Ci} mg/kg |2 4BS EN 14582:2007, Az & ¥ 15 50 n.d, -
(CAS No.: 22537-15-1) 5%, / With reference to BS EN
@ % (G&) / Halogen-Bromine (Br) (CAS | mg/kg |14582:2007, Analysis was performed 50 n.d. -
No.: 10097-32-2) by IC.
&% () / Halogen-lcdine (I) (CAS mg/kg 50 n.d. -
Mo, : 14362-44-8)
This document is issued by the Company subject to jts Gereral Conditions of Senvice prnted overleal, avadable on reguest of accessible at M1p Ao sgrsiqgr\_..{grfIa_rms_-_@{*g-Q_g'_ce_r_.gﬂ_s_a_@
ard, for electronic format documents, subject to Terms and Corditions for Electronic Documents a1 hilwifawy 393 comjesfTerms-and-Cer8mgrs/ armnss-DEELTSAL asCR. AUENTON 5

drawn to the fimitation of %abiity, irdemnification and jurisdiction is5uas definad tharein, Any Molder of TRi5 3aCUment 5 sdvised that nfammztion centaiced Rerean reflects the Company's
findirgs at the timae of its intervention orly ard wiitivnn the lmits of client's instrueton, if any. The Company's scle responsdiifity is to its Client and this document dees nat exenarate parties
o a transactan from exearcisieg ait thair nghts and obligations urder the transaction documents. This document cannot be reproduced, except o ful, without prier wiiten aperoval of the
Company. Any unautherized alteration, forgary or falsification of tha content or appeararce of this document is urlawfut and offerders may be prosecuted to the fullest extent of tha lawy.
Unless othenasa siated the résufts shown in this test repert refer only to the sampleds) tested.

e st i o o s | 25, W Chyuan Tth Resd, New Teice’ bdusiral Park, Wu €0 Distict, Neww Tpei Ty, Tawan S ER 5L i ¥ L Biasst
SGS Tabwen Ltd, & 2 e #HEIT 5 F 0 9 | 1696 (02122993009 14896 (02)2299 3237 veww S48 1Y :

Member of the 3GS Group



BRI E

s£%(No.) : CE/2016/12442 & #8(Date) : 2016/01/20 A #t(Page) : 3 of 10

Test Report

AHLPLAREGARDAEE 2T (PPO) IR TR
PPG INDUSTRIES INTERNATIONAL INC. TAIWAN BRANCH

WMEBFTAEERFEFEF EEr105

14, FU-RONG ST., PA-THE DIST., 334, TAOYUAN CITY, TAIWAN R. 0. C.

A B L B % P ey | Pt
(Test ltems) (Unit) {(Method) (MDL) o (Limit)
i ¥t / Sum of PBBs ng/kg - n.d. 1000
—ig# R / Monobromebiphenyl ng/kg 2 n.d. -
ZiREE R/ Dibromobiphenyl mg/kg 5 n.d. -
ZigM 3 / Tribromobiphenyl ng/kg ) n. d. -
w2 / Tetrabromobiphenyl ng/kg 5 n.d. -
Ei%H A / Pentabromobiphenyl mg/kg 5 n.d. -
RiRH R / Hexabromobiphenyl ng/kg 5 n. d. -
2 H X / Heptabromobiphenyl ng/kg 3 n. d. -
AR/ Qctabromobiphenyl ng/kg ] nd. -
AR / Nonabromobipheny | ne/ke | 54 18C 62321-6: 201547k, ARl D n. d. -
1AM R / Decabromobiphenyl ng/kg |47/ % s, / With reference to 5 n. d. -
5 A ¥ap / Sum of PBDEs mg/kg |[EC 62321-6: 2013 and performed by - n.d. 1000
-—& 53 A&k / Yonobromediphenyl ether mg/kg |GCAYS, 5 n.d. -
BB EAE / Dibromodiphenyl ether ng/kg 5 md. -
ZiaE ¥et / Tribromodiphenyl ether ng/kg 3 n.d. -
w iR H K& / Tetrabromodipheny! ether ng/kg 5 n. d. -
Ei45 R &8 / Pentabromodipheny! ether ng/kg 5 n. d. -
7R Rat / Hexabromodiphenyl ether mg/kg 5 n. d. -
a3 #a: / Heptabromodiphenyl ether mg/ kg 5 1. d. -
AGREERA¢ / Octabromodipheny! ether mng/ke 5 n.d. -
A BB X &% / Nonabromodipheny! ether ma/kg 5 n.d. -
g s / Decabromodipheny! ether mg/kg 3 n.d, -
48, F e / Perfluorooctane mg/kg |&AUS EPA 3530C: 2007 #:E, wnkim 16 n.d. -
sulfonates (PF0S-Acid, Wetal Salt, Bir/ g ##aar. 7/ With reference
Amide) to US EPA 3530C: 2007, Analysis was
performed by LC/¥S.

This documant is ‘ssued by the Campany subject to its Gereral Corditions of Servica printed quetiga¥, avadable on request of accassdle at htip ¥ rewee 595 conversTerms-ard-Corcmens agnx
and. for elsctronic format documents, subject to Terms and Cerditicns for Electronic Cocuments at hiip ifeawwr 3gs comfer Terms-andCoraitars/ Tenmse Dacurant 350k Attentidn 3§
drawn to the fimitation of fizbility, indemnification and jurisdiction :ssues defined therein. Any Falder of this document 5 advised that :nfarmation contaired herecn reflects the Company's
findings at the time of its intsrvention only ard within the Simis of client's instruction, if any. The Company's sole responsibifity is to its Client and this document doas not axonerate parties
13 a transaction from axercsirg all their fights and cbligstiens under the transaction documents. This document cannot be reproduced, except in ful, without priar written approval of the
Company. Any unauthonized aiteration, forgery o falsification of tha content of appeararce of this document is urlawful and offerders may be prosecuted to the fullast extent of the faw.
Unless othenwise stated the results shown o this test repert refer only 1o the samplels) tested
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Test Report

FHLEFEARBGAFRLA S8 523 (PPG) 11 O R R
PPG INDUSTRIES INTERNATIONAL INC. TAIWAN BRANCH

BEFABERELERAL0%

10, FU-RONG ST., PA-THE DIST., 334, TAOYUAN CITY, TAIFAN R 0. C.

FEAR] BR

BE 8 Hin Ry & R
; M | (Result) -
(Test I[tems) (Unit) (Method) DL o 1 (Linit)
2 E8F8 / PFOA (CAS No.: 335-67-1) ng/kg {#4&US EPA 3550C: 2007k, miiia 10 n. d. -

Bdn/ g Ekiaal. / With reference
to US EPA 3550C: 2007. Analysis was
performed by LC/MS.

BR-_FETHEYE / BBP (Butyl ng/ kg 50 n. d. 1000
Benzyl phthalate) (CAS No.: 85-68-7)

MAE-_FE-_TE / DBP (Dibutyl mg/kg 30 n. d. 1000
phthalate) (CAS Yo.: 84-74-2) 4 [EC 62321-8 (111/321/CD) » sA A 42

- 3 o B 1
HE-F®-E T8 / DIBP (Di- na/ka i :Zir/] i“; fﬁf‘;—&{_g”ﬁ 50 o d. 1000
éiobutyl phthalate) (CAS No.: 84-69- (111/321/CD). Analysis was performed
by GC/MS,
ME-_FEE - (2-2 42 A)as / DEHP mg/ kg 30 n. d. 1009

(Di- (2-ethylhexyl) phthalate) (CAS
No. :

117-81-T7)

#3x(Note) :

L.
A
3.
4,

mg/kg = ppm : 0. lwt% = 1000ppm

n.d. = Not Betected (&i&H)

¥DL = Method Detection Limit (F % {8 B/ {d)
"' = Not Regulated (&)

PFOS4 4 F#M(Reference Information) : #HAMREH5 %M POPs - (EU) 757/2010

PFOSEE 408 A H 5+ 745250, 00151 0ppm) » £ £ R & - RS B34 F RiE542:30, 1%1000ppn) - £H KL A%
BH#E PR EEBIug/0® -

(Outiawing PFOS as substances or preparations in concentrations above 0. 001% (10ppm), in semi-finished
products or articles or parts at a level above 0. 1%(1000ppu), in textiles or other coated materials above
lug/m?. )
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Test Report

A2HLFLAFRGARDEE 5L (PPO) R BN EE F R
PPG INDUSTRIES INTERNATIONAL INC. TAIWAN BRANCH

MEFTFAZEREZE RIS

19, FU-RONG ST., PA-THE DIST., 334, TAOYUAN CITY, TAIWAN R 0. C.

1) RALATHHEI2E4 SR8 (XEBRAEFELEL)Y fThese samples were

dissolved totally by pre-conditioning methed according {o below flow chari, { Cr*" test method excluded )
2) mEAS i %E /Name of the person who made measurement: Climbgreat Yang
3) B A F A k&S /Name of the persen in charge of measurement; Troy Chang

{ & - Yigia [ Cutting - Preparation
| A& F§F / Sample Measurement E
5 iR o
#Pb-gaCd # Hg AR
¥ \d v {Note)

HHEFALRAGH AU EHEETE LR TX EEL-EIER-R g E R BShoE ik {Add

#7 i) / Acid digestien by suitable acid depended on Microwave digestion with HNOHCI/HF approprate amount of

different sample material (as below table} digestion reagent

¥ L ¥

L__,’ %% / Filtration h MR ERERARFTELE
& [/ Heat to approprate

l zav 1 Solution J ! 57578 / Residue l temperature to exiract
| i !
‘ 1) &‘ﬁ%&;‘f { Alkali Fqsicn A s RS S fCool,
2)  @EgM /HClHo dissolve fiiter digestate through filter
| samesasraninn /CPAES | ;i
th it § / Sample Material i i85 % #4 / Digestion Acid don i A A28 /Add
iR, L 8B, 1Hih ] Xk, Sdr, B, BEY AR/ diphenyi-carbazide for
Steel, copper, aluminum, solder Agua regia, HNG5, HCH HF, H.O, color development
1% / Glass 3%, B 5.3 / HNOyHF +
4, 5, f2, R/ I /Aquaregia : —
Gold, platinum, pailadium, ceramic 145t RALRATE ¥
#2 / Silver g% / BNO, PSSR E 540 nm &R
# 8 [ Plastlc B8k, W RSK, iR, B [ HSO4 HaOz HNG,, HCI A [ measure the
£ % / Cthers ho A B % 4R A E %A | Added appropriale absorbance at 540 nm by
. . UV-VIS
reagent to totat digestion

Note’* (For|EC 82321)
(1) SriE 28 Hebho A IEE + v E 90~95°C 5B/ For non-metallic material, add alkaline digestion reagent and heat to
80~957.
{2) 2B H B AR B EHE LR /Formetallic material, add pure water and heat to beiling.

5 cemfen T Rims-ard-Carators ssov
s/Tarmse-Cocument 520x. Attention s
contaired hereon reflects the Campany's
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Test Report
EHLFSERBGAERANSE AT (PPO) TR AR D B

PPG INDUSTRIES INTERNATIONAL INC. TAIWAN BRANCH
METABERELE RHI0K
10, FU-RONG ST., PA-THE DIST., 334, TAGYUAN CITY, TAIWAN R. 0. C.

Sam A3 A AT RAER | PBB/PBDE analytical FLOW CHART
B AR . s [ Name of the person who made measurement: Roman Wong
B EE A KA R A [ Name of the person in charge of measurement: Troy Chang
kB A& /First testing process ——p
EEHBRER [ Oplional screen process ssassnn:
#4424 | Confimation process — « — «p

! Sample/ 5% l
+
{ Sample pretreatment / £ L £ l

Screen analysis / 47 & 5 i%
lllllll."'l".‘.'l'r..llll.llll.l.llll-l
b

Sample extraction %5 ¥ B/
Soxhiet method 4 & ¥ 3k

"~
- [l
» "
¥ -
. ]
- 1

hd
Concentrate/Ditute Extracted solution
ERABBET

v

[ Fiter/ X hiz:a% ]
v

l Analysis by GC/MS / £ ia B # Witk o# 1
v

l Issue Report Eit# % 1
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Test Report

AHLREARRITAMRDIER A8 (PP e AR E R BRI e
PPG [NDUSTRIES INTERNATIONAL INC. TAIWAN BRANCH

HETARBERELE REI0RK

14, FU-RONG ST., PA-THE DIST., 334, TAOYUAN CITY, TAIWAN R 0. C.

TR SH RS | Analytical flow chart of phthalate content

B A8 49 /Name of the person who made measuremeni: Andy Shu
B A F A e [ Name of the person in charge of measurement: Troy Chang

[ #l3& ¥ ;£ /Test method: IEC 62321-8)

oA R E ik f
Sample prefreatment/separation

'

B THF m frhel i AR/
Sample dissolved/extracted by THF

!

BRERE /
Dilute Extracted solution

!

A BRI RN /
Analysis was performed by GC/MS

!

% / Data
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Test Report

: CE/2016/12442 8 #(Date) @ 2016/01/20

Mty /s 8% e a8 (PPG)

PPG I-.\'BUSTRIES INTERNATIONAL INC. TATWAN BRANCH

PRETAEE X EE R0

1), FU-RCNG ST.. PA-THE BIST., 334,

TAOYUAN CITY, TAIWAN R. 0. C.

LRI FILAFEHESHALE / PFOAPFOS analytical flow chart

B AR R

E i3 F A RELE

f Name of the person who made measurement: Roman Wong
/ Name of the person in charge of measurement: Troy Chang

#aa AR / Sample pretreatment

'

(% # ¥ % Reference method: US EPA 3550C)

AEREIGERER /
Sample extraction by Ullrasonic extraction

v

ERRpEEs
Concentrate/Dilute Extracted solution

v

VAR AR B AT R AT R EOR S
Analysis was performed by LC/MS

v

215 /Data
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Test Report

ABLRERAFRGHARNAEE 23 (PPG)

PPG [NDUSTRIES INTERNATIONAL INC. TAIWAN BRANCH
HBRETAEEAXEZERUI0R

10, FU-RONG ST., PA-THE DIST., 334, TAOYUAN CITY, TAIFAN R 0. C.

&1 & 54 %28 / Analytical flow chart of halogen content

A $(Page) : 9 of 10

IR BN RS G R

B 3 AR 23k [ Name of the person who made measurement: Rita Chen
B 33 A SRE®E [Name of the person in charge of measurement: Troy Chang

AR S/
Sample pretreatment/separation

v

FERMRLEARLHY /
Weighting and putting sample in cell

v

#1558 /9B
Oxygen Bomb Combustion / Absorption

v

HEERE TS /
Dilution to fixed volume

v

R Rt
Analysis was performed by IC
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Test Report

FEHLFEARERGA RN 23 (PPG)
PPG INDUSTRIES INTERNATIONAL INC. TAIWAN BRANCH

HREFABEAFZERE10%
i6, FU-RONG ST., PA-THE DIST., 334, TAOYUAN CITY, TAIWAN R. O. €

i (No. ) : CE/2016/12442 8 #1(Date) : 2016/01/20 R#(Page) : 10 of 10

R B MR B S

*MA PR AR NATATRRMLER/ P, *
(The tested sample / part is marked by an arrow if it's shown on the photo.)

~ CE/2016/12442

¥k dg %4 2 (End of Report) %%

marTerms-srg-ConsT s asos
ermseliocLrert 356k, Atlention 5
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